Beam Tests Conducted on an NEC 400 kV Implanter,

Courtesy of the University of Michigan

Atomic number Element Current [pA]
1 Hydrogen 100
2 Helium 100
5 Boron 7
6 Carbon 100
7 Nitrogen 100
8 Oxygen 100
10 Neon 100
11 Sodium 5
12 Magnesium 7
14 Silicon 20
15 Phosphorous 4
18 Argon 100
20 Calcium 2
22 Titanium 10
24 Chromium 20
25 Manganese 40
26 Iron 30
27 Cobalt 20
28 Nickel 4
29 Copper 20
31 Gallium 20
36 Krypton 100
38 Strontium 8
41 Niobium 3
46 Palladium 40
47 Silver 15
49 Indium 20
50 Antimony 2
52 Tellurium 8
53 lodine 6
54 Xenon 100
55 Cesium 10
63 Europium 2
68 Erbium 10
70 Ytterbium 4
73 Tantalum 8
79 Gold 8
83 Bismuth 20



